Thermanit 617

BbICOKO/IErMPOBaHHbIN 3/1EKTPOSA, C OCHOBHbIM NMOKPbITUEM

bohlerwelding

by voestalpine

Knaccudmkauusa
EN ISO 14172: AWS A5.11: Matepuan Ne:
E Ni 6117 (NiCr22Col12Mo) ENiCrCoMo-1 (mod.) 2.4628

OnucaHue u o6nacTb NpUMeHeHust

Thermanit 617 — OCHOBHOW 3/1eKTPOA A/1A CBapKM CXOXMX CMMaBOB Ha HWKENeBOW OCHOBE,
)Kapornpo4yHbIX ayCTEHUTHLIX W NUTbIX cnnaBoB. MeTann CBapHOro LBA YCTOMYMB K ropavyemy
pactpeckmBaHuio o 1100 °C. CTonKoCTb K nepBn4HoMy obpasoBaHuio okanuHel Ao 1100 °C, cTonkocTb
K BbICOKOTEMMEPATYPHOW OKUCIUTENBbHOW U HayrnepoXxuBarwLllen atmocdepe, Hanpumep, B rasoBbIX
TypOuMHax u ycTaHOBKax Mo NpouM3BOoACTBY aTuneHa. OTnu4Hoe menkoyelwyndaToe (hopMnpoBaHve LIBa
W nerkoe oTgeneHve LwWraka. Temnepartypa npegBapuTenbHOro nogorpesa u tepmoobpaboTka nocne
CBapKun B COOTBETCTBUW C OCHOBHbLIM METarsioMm.

OcHoBHOM MeTann

2.4663 (NiCr23Co12Mo) - Alloy 617
2.4851 (NiCr23Fe)

1.4876 (X10 NiCrAITi 32 21)
1.4859 (GX10 NiCrSiNb 32 20)

TunoBoM XMMHUYECKMM cOCTaB HansiaBneHHoro mertanna, % no macce
C Si Mn Cr Mo Ni Co Al Ti Fe
<0.08 0.7 <0.5 21.0 9.0 OCHOBa 11.0 1.2 0.5 1.0

MexaHu4yeckue cCBOMCTBa HannaBneHHOro metanna

MNpenen BpemeHHoe OTHocuTenbHoEe PaGoTa yaapa ISO-V KV,
TepmMoobpaboTka TeKy4YecTu COMPOTUBMNEHNE  YyANMHEHUE X

Rpo.2 paspbiBy Rm (Lo=5do)

Mrlla Mrlla % +20°C
a 400 700 40 100

a — nocse cBapku, 6e3 1/o

PekomeHpauum no npUMeHeHuo

@ (mm) L (mwm) Tok (A)

\T MonspHoCcTb 2.5 250 45-65
7| DC (+) 3.2 300 65-105
4.0 350 85-130

[MpenBapuTenbHbI HAarpeB 1 TepMoobpaboTka Nocne CBapkn B OCHOBHOM He TpebytoTcs. Mpu
HeobxogmmocTn omxur npu 1150°C. XapakTepuCcTuki nUTENbHON NPOYHOCTU B COOTBETCTBUN C
BblIGpaHHbLIM METanIoOM OCHOBBbI.
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